EN
1.4301
1.4307
1.4509
1.4541
1.4404
1.4521
1.4571
1.4828
1.4512

4500
4000
3635
3500
3000

2500

-

INOG

LEGIERUNGSZUSCHLAGE / ALLOY SURCHARGES EUR / tonne
ROHRE GESCHWEIRT / WELDED TUBES

2024

ASTM Jan Feb Mar Apr Maj Jun jul Avg Sep Okt Nov Dec
304 2285 2244 2323 2437 0 0 0 0 0 0 0 0
304L 2285 2244 2323 2437 0 0 0 0 0 0 0 0
441 1436 1429 1458 1434 0 0 0 0 0 0 0 0
321 2473 2429 2521 2658 0 0 0 0 0 0 0 0
316L 3635 3728 3797 3986 0 0 0 0 0 0 0 0
444 2241 2356 2355 2359 0 0 0 0 0 0 0 0
316Ti 3680 3773 3847 4041 0 0 0 0 0 0 0 0
309 2862 2809 2916 3091 0 0 0 0 0 0 0 0
409 957 945 966 943 0 0 0 0 0 0 0 0

3986
3728 379

— 1.4301 304
= 1.4307 304L
7 1.4509 441

A S —— 1.4541 321

2000

1500

1000

= 1.4404 316L
1.4521 444

= 1.4571 316Ti
1.4828 309

500

Jan

— 1.4512 409

Feb Mar Apr Maj Jun jul Avg Sep Okt Nov Dec
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